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STEEL ALUMINUM

COLOR SR IE SRI 26GA. 24GA.† 22GA.‡ 18GA.‡ .032"† .040"† .050"† .063"†

Regal White . .8 8

Bone White . .8 8

.6 .8 7

. .86

. .8

. .8

M .2 .8 2

.2 .8 2

Dark Bronze . .8

. .8

.2 .8 24

.10 .8

.28 .87 28

. .86

. .8

.3 .8

Banner Red .4 .8 4

Colonial Red .3 .8 3

Brandywine .2 .8 2

Dove Gray .49 .87 56

Slate Gray .37 .86 39

Charcoal . .

Matte Black .2 .86 2

Bright Silver . .77 6

Silversmith . . 5

Champagne .37 .83 38

Pewter .36 .85 38

Bright Copper .4 .85

. .85

PAINT PERFORMANCE
PROPERTIES

HOT DIPPED GALVANIZED 
STEEL OR GALVALUME® ALUMINUM

Accelerated Weathering
ASTM D 4587
(Drew Cycle Weatherometer)
ASTM G

Hours: 3,000 Total
Chalk:  Rating 8

Hours: 5,000 Total
Chalk:  Rating 

Hours: 3,000 Total
Chalk:  Rating 8

Hours: 5,000 Total
Chalk:  Rating 

Salt Spray
ASTM B 117

Hours: 1,000 Total
Scribe: Rating 1/16" ( mm)
Field:   Rating 10, no blisters

Hours: 3,000 Total
Scribe: Rating 10, no creepage
Field:   Rating 10, no blisters

Humidity
ASTM D 2247

Hours: 2,000 Total Rating: 10, no 
blisters

Hours: 3,000 Total Rating: 10, no 
blisters

Formability
ASTM D 4145

0T- T 0T- T

ASTM D 522
(Elongation over 1/8" mandrel)

No cracking
No loss of adhesion

No cracking
No loss of adhesion

Pencil Hardness
ASTM D 3363

HB-2H HB-2H

Abrasion Resistance
ASTM D 968

55-75 Liters
of falling sand

55-75 Liters
of falling sand

Specular Gloss
ASTM D 523

at 60° at 60°

Reverse Impact
ASTM D 2794

2 x Metal thickness in inch-lbs. No
loss of adhesion

1/2 x Metal thickness in inch-lbs. No
loss of adhesion

Flame Test
ASTM E 84

Class A rated coating Class A rated coating

†  Standard Coil Width is 48.25"

‡ Standard Coil Width is 4 . "
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ARCHITECTURAL PVDF

Sentriclad®

available. Minimum quantities and set up charges may apply. 
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